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Figure 1 Cross-section diagrams of HEMTs fabricated on (a) AlGaN/GaN and (b) InAlN/GaN heterostructures
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Figure 2 The comparison of (a) The static-output and (b) transfer characteristics of InAlN/GaN HEMTs with conventional AlGaN/GaN HEMTs
(a)
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